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Multi-elements (include chlorine) analysis of lubricating oil
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mg/kg + mg/kg mg/kg %
~ed Al (104) 101.9 98
- Ag 101.4 15 96.3 95
- /\//\/‘ Cr 98.3 0.8 100.03 101.8
§ _ : : Cu 100 1.9 99.01 99
- : Fe 98.9 1.4 101.04 102.2
A s Mg 99.5 1.7 102.5 103
- - Mo 100.3 1.4 101.25 100.9
Ni 99.7 1.6 100.24 100.5
Pb 101.1 1.3 104.2 103.1
Sn 97.2 26 98.9 101.7
Ti 100.4 3.8 103.7 103.3
X v 95.9 9.4 100.7 105
e b S (1700) 1680 98.8
: = Si (103) 100.3 97.4
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