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Thickness measurement of Semiconductor Devices by XRF
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T F Au Pd Ni Cu
F15 (nm) 52.2 51.6 2058 5196
SD (nm) 0.55 0.70 6.6 13

RSD 1.1% 1.4% 0.32% 0.25%
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