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Thickness measurement of General Metal Finishing by XRF
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MEAN (um) 5.15 20.03 2.19 18.88
STDEV (um) 0.0344 0.130 0.0321 0.278
RSD (%) 0.67 0.65 1.47 1.47
Range (um) 0.14 0.45 0.14 1.15
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